
Microsurfacing

US 431 (MP 12.6-18.3)-Logan County-CID: 202031    

Type 2 Gradation     vs.    Type 3 Gradation
Surface 



Type II                  Type III

• 3/8:        100                    100

• NO. 4:     90-100              70-100

• NO. 8:     60-90                45-70

• NO. 16:   40-70                28-50

• NO. 30:   25-50                19-34

• NO. 50:   15-30                12-25

• NO. 100:  10-21               7-18 

• NO. 200:  5-15                  5-15





Color Differences:



Leveling Coarse Discoloration















Questions?



US 79 (MP 9.77-10.62)

Logan County

Fiber Mat/Thin Lay

CID: 212457

Completed September 2022



• 6-8.5” Asphalt Pavement

• On Top Of

• 8” of Concrete Pavement



Fine Milling













• US79 - 24 Hrs After Application.AVI







Finished Product 1 year later



QUESTIONS???


