
KM 64-317-083
1

Kentucky Method 64-317-082
Revised 12/23/0202/22/08
Supersedes 64-317-9502
Dated 5/17/9512/23/02

COMPRESSIVE STRENGTH OF CYLINDRICAL CONCRETE SPECIMENS
USING NEOPRENE CAPS

Perform Test Procedure according to ASTM C 1231 with no exceptions. 
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